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Supervised By:  

Нет 2851

Образец #2851

Режим Сплав

Образец

Источник individual

Тип

Партия

Иные

Время 2023-08-18 10:28:50

Экспозиция 5

Совпадение 316SS

Число
совпадений

0.304

Элем % +/-

Cr 16.324 0.151

Ni 10.709 0.14

Fe 69.687 0.07

V 0.03 0.039

Mo 1.955 0.034

Cu 0.299 0.033

Mn 0.987 0.026
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Образец #2852

Режим Сплав

Образец

Источник individual

Тип

Партия

Иные

Время 2023-08-18 10:30:28

Экспозиция 5

Совпадение 316SS

Число
совпадений

0.684

Элем % +/-

Ni 10.265 0.452

Cr 16.928 0.392

Fe 69.694 0.367

Mn 0.491 0.125

Cu 0.213 0.108

Mo 2.327 0.033

Nb 0.072 0.004
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